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LSNW-AP  

Loaded DGT device for PFCs in solutions 

Type: LSNW-AP 

Measurable analytes: PFCs (see details in the appendix) 

Holder: Standard DGT holder  

Filter membrane: PES membrane (thickness: 0.14 mm) 

Diffusive gel: 0.8 mm agarose diffusive gel 

Binding layer: WAX 

 

Water types 

Freshwater through to seawater. 

Conditions 

pH: the recommended pH range is 5 to 9.  

Ionic strength: tested in waters with IS between 1.0 mM – 0.5 M. 

Deployment time: Optimum deployment time depends on the quantification limits of the analytical technique used to determine 

analyte concentrations. Deployment times between 3 and 21 days are generally optimal. If the concentrations of the antibiotics 

are low (less than a few micrograms per litre), as in a clean stream, and there is no indication of biofilm growth on the surface of 

the devices, longer deployment times may be appropriate.  

Storage 

Store the units in a refrigerator (4°C). The DGT units provided are kept in sealed clean plastic bags containing a few drops of 0.01M 
NaCl solution. Do not open them until immediately prior to deployment. Check the units occasionally to make sure they have not 
dried out. Add a few more drops of clean 0.01M NaCl solution if the solution inside the bag has evaporated. 
 
 

Handling 

The main consideration when using DGT devices is to prevent contamination of the sample. Clean handling procedures should be 

adopted during deployment and recovery of the DGT devices and all subsequent handling during the sample treatment step. In 

general, the highest quality reagents should be used and all equipment and laboratory apparatus cleaned appropriately.  
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General deployment considerations 

Biofouling: The extent of any biofouling is very dependent on local conditions, particularly light, temperature and productivity. 

Biofouling is not usually a problem for deployments less than two weeks. In pristine or deep waters, very long-term deployments 

(months extending to a year) have been unaffected by biofilms. 

Deploying DGT devices 

       

1. Having placed the DGT 
device in its deployment 
holder or simply attached 
it to any deployment 
device by tying it with a 
fishing line threaded 
through the hole on the 
rim of the unit, deploy the 
unit immediately 
(minutes). 

 2 Ensure the DGT device is 
deployed in flowing (or 
moving) water, but avoid 
excessive turbulence, 
particularly bubbles. Large 
open waters including 
lakes usually have 
sufficient natural flow 
through wave action. 

 3. Ensure that the white 
window face of the DGT 
unit is fully immersed 
during the deployment 
period. 

 4. Accurately record the 
temperature of the water 
during the deployment 
period. If the variation is 
within ± 2°C, a mean of 
start and end 
temperature will suffice. If 
the variation is greater, 
ideally the mean 
temperature should be 
obtained from an 
integrated record of 
temperature (data 
logger). 

 

       

5.Provide an accurate 
record to the nearest 
minute of the deployment 
time 
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DGT Recovery and Sample Treatment  

       

1. After retrieving the DGT 
device from the 
deployment environment 
thoroughly rinse it with 
ultrapure water.  

 2. Place it in a clean 
plastic bag for storage and 
transportation back to the 
lab for sample treatment.  

 3. For analytes at trace 
concentrations, all sample 
treatment should be 
carried out in a laminar 
flow hood to avoid 
contamination. 

 

 4. Remove from the 
plastic bag and thoroughly 
rinse the device with 
ultrapure water. 

          

5. To retrieve the resin gel 
after deployment, insert a 
suitable screw driver into 
the groove in the cap and 
twist it. The cap will be 
broken at the weak point. 

 6. Pull the broken cap off 
and then peel off the filter 
and diffusive gel layer to 
reveal the bottom 
binding-gel layer.  

 7. Fully immerse the resin 
gels in 10 mL MeOH 
containing 0.5% NH3. 
Leave for at least 24 hours 
before analysis. 

 8. Remove resin gel from 
the elution solution. 

Note for step 5: If this fails, using clean tweezers break the white filter membrane and pull out the gels directly. 

 

        

9. Evaporate the eluant 
under a gentle stream of 
nitrogen to near dryness. 

 

 10. Re-dissolve with 1 mL 
methanol. Filter the 
solution through an 0.22 
μm syringe filter to an 
amber vial. 

 11.   Analyse as soon as 
possible, or store the 

solution at -20℃ in a 
freezer prior to analysis. 

   

 

 

10ml 
 
24 hrs 

 
10ml 
 

 

N2 
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Analysis 

Typically, analysis of the eluate for this type of DGT is performed using HPLC-MS/MS. 

Method blanks and field blanks 

To ensure accurate results it is recommended to determine DGT laboratory1 and field blank2 concentrations. 

1The laboratory blank is an unexposed DGT device carried through all steps of the measurement process (from extraction through 

analysis).  A laboratory blank is typically analyzed with each sample batch.   

2The field blank is designed to identify levels of contamination from DGT devices exposed in the field. Field blanks are obtained 

from additional DGT devices, which are transported to the monitoring site, exposed briefly at the site when the devices are 

prepared for deployment (but no deployment is carried out), and transported back to the laboratory for treatment and analysis, 

the same procedures as for field samples.  It is advisable to have at least one field blank for each test series. 

Calculations 

In most situations where DGT is deployed in water that is flowing or subject to convection currents the standard DGT equation is 

appropriate.           

             𝑐DGT =
𝑀∆g

𝐷𝐴p𝑡
                                                                     

CDGT (nmol mL-1 or ng mL-1) is the time averaged concentration of analyte in the deployment medium measured by DGT. 

M (nmol or ng) is the mass of analyte accumulated in the binding layer. It is obtained from the sample analysis (see below). 

Δg (0.094 cm) is the total thickness of the materials in the diffusion layer (diffusive gel and filter membrane). 

D (cm2 s-1) is the diffusion coefficient of analyte in the material diffusion layer at the temperature during deployment (obtained 

from the DGT web site). 

Ap (3.14 cm2) is the physical area of the exposed filter membrane or the window of the DGT device. 

t (s) is the deployment time. 

Recommended units for each parameter to facilitate easy calculation are shown above. This calculation procedure should work 

well for most situations. For more accurate methods of calculation that incorporate estimates of the flow regime of the water, 

see FAQs on the web site. 

The mass, M, of analyte on the binding layer, is calculated from the measured concentration of analyte, ce, in the elution solution, 

of volume Vre, remembering to take into account any subsequent dilution or pre-concentration. 

𝑀 =  
𝑐e𝑉re

𝑓e

 

Elution efficiency, fe 

The fe values can be found in the Appendix. More detailed information on compounds that have been measured can be found in 

the Appendix 
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Appendix 

The compounds that can be measured with LSNW-AP device and their elution factor, fe, values: 

PFCs: 

Compound D (E-6 cm2/sec) (25℃) fe 

6:2 FTSA 4.96 1 

GenX 5 1 

PFBA 6.46 1 

PFBS 6.22 1 

PFDA 3.46 1 

PFHpA 5.87 0.95 

PFHpS 5.62 0.95 

PFHxA 5.33 1 

PFHxS 5.04 0.95 

PFNA 4.12 1 

PFOA 4.75 1 

PFOS 4.55 0.95 

PFPeA 6.06 1 

PFPeS 5.87 0.95 
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